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 AWARD NOTIFICATION

AWARDED TO (ADDRESS):

University of Dayton
DATE OF AWARD:

5/26/11
CONTRACT OR GRANT AMOUNT: 

$61,505.00  

CONTRACT AWARD NO.:


GRANT AWARD NO.:

11-G-004     

GRANT OR CONTRACT PERFORMANCE PERIOD (DURATION):

7 months
PLACE OF PERFORMANCE:

Dayton, OH
SUMMARY OF WORK TO BE PERFORMED:

The objective of the project is to investigate how the A1-Li 2198 that Bobardier plans to use the fuselage of the C-series performs under spectrum loading representative of the actual usage experience by a narrow-body commerical transport aircraft, A1 2024-T3 material commonly used for fuselage skins will be tested to serve as a baseline. The A1-Li will be tested in three different grain directions, longitudinal, transverse, and 45 degree and the results from the two materials will be compared. 
ADDITIONAL INFORMATION (OPTIONS-TIME AND DOLLARS, IMPORTANCE/SIGNIFICANCE):

     
NAME AND PHONE NUMBER OF THE 

CONTRACTING OFFICER:

     
NAME AND PHONE NUMBER OF THE GRANTS OFFICER:

Nicole Saiauskie, 609-485-4781
ROUTING SYMBOL OF THE REQUISITIONING ORGANIZATION: AJP-6360
Note:  If a Grant, please fill out the appropriate Grants information.  If a Contract, please fill out the appropriate Contracts information.

Please complete the following information for Grants:

PRINCIPAL INVESTIGATOR (P/I) (NAME, PHONE NUMBER AND E-MAIL ADDRESS): 


Todd Jones (937) 229-5365 todd.jones@udri.udayton.edu 







FAA TECHNICAL MONITOR (NAME, ORGANIZATION, PHONE NUMBER AND 

E-MAIL ADDRESS: John Bukuckas (609) 485-4784 John.Bukuckas@faa.gov
TITLE OF GRANT: “Spectrum Effects on Fatigue Crack Growth of Al-Li”
GRANT COMPLETION DATE: 12/25/11
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